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The following samples were submitted and identified on behalf of the clients as:

Sample Name: SNAP HOOK SILVER
Color: SILVER
Material content: ZINC ALLOY
Maunfacturer :
Manufacturer Address:
) CENSORED
Country of Origin:
Sample Received Date: Aug 27, 2025
Test Period: Aug 27, 2025 to Sep 04, 2025
Test Request: Test according to customer requirements.
Test Method: Please refer to next pages.
Test Result: Please refer to next pages.
CONCLUSION :
TESTED SAMPLES TEST ITEM RESULT
SNAP HOOK SILVER Nickel Release Content PASS
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PREPARED AND CHECKED BY:
Picked Testing Service Co., Ltd.

A

San Chan
Laboratory Manager

Note; e y is just responsible for the sample(s) received, and the test result(s) only show the comments on the sample(s), without

be & dity for the mass production of products upon the product usage.This test report cannot be reproduced, except in full,
rior wri ission of the Company. Any demurral to the content of test report, please propose in 15 days after the repotrs
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Photo of the Submitted Sample
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Description of Specimen : SNAP HOOK SILVER

Test Result(s):
Nickel(Ni) Release Content
Test Method: With reference to EN 1811:2023&EN12472:2020, analysis was performed by ICP-OES.

Sample | Volume of test Res;ult
No. Test Ltems Area solution (ng/cm’Iweek) MDL Limit
2
(em®) (mb) Trial1 | Trial2 | Trial3
1 Nickel Release 10 15 N.D. N.D. N.D. 0.05 0.5
Note:

1. ug/cmzlweek= microgram per square centimeter per week.
2. N.D. = Not Detected (< MDL)
3. MDL = Method Detection Limit

*** End of Report ***
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